N ezfurn
I n furniture made easy.

Fabric Range

Vinyl Tan Vinyl Blue Vinyl Forest Green
(VTNO1) (VBLO1) (VFGO1)
Scarlett Seat and Pad Scarlett Seat and Pad Scarlett Seat and Pad

Vinyl Black Vinyl Charcoal
(VBKO1) (VCHO1)

Albury Side Shell, Albury Arm Shell, Albury Side Shell, Albury Arm Shell,
Albury XL Shell, Bronte Shell, Coogee Albury XL Shell, Bronte Shell, Coogee
Shell Shell

Vi i HEAVY DUTY COMMERCIAL USE Rub Rate 100,000



Test Report No.SDHL250901609201FT Date: Sep 19, 2025

EZFURN
10-11, 27 INDUSTRIAL AVENUE, MOLENDINAR QLD, 4214, AUSTRALIA

Sample Description : VINYL
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As above test item and its relevant information regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability,

reliability or/and integrity accordingly.

SGS Ref No. : SZHL250900300001FT

Sample Receiving Date : Sep 05, 2025

Test Performing Date : Sep 08, 2025 to Sep 19, 2025

Test Performed : Selected test(s) as requested by applicant

Test Result Summary
No. Test(s) Requested Result(s) Comments
ISO 12947-2:2016 Textiles — Determination of the abrasion
1 | resistance of fabrics by the Martindale method — Part 2: PASS /

Determination of specimen breakdown

For further details, please refer to the following page(s)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch
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Test Report

Abrasion Resistance

No.SDHL250901609201FT Date: Sep 19, 2025 Page 2 of 2

(ISO 12947-2:2016; Martindale Wear & Abrasion Tester; 12 kPa Pressure)

Unit

A Requirement

The quoted result

Rubs

Exceed 100000 Min.100000

Remark:

1. The below note(s) is(are) applicable in case the relevant superscript(s) and symbol(s) was(were) shown in

the report:

N/A(NA) = Not Applicable

N/C(NC) = Not Conducted N/T(NT) = Not Tested

Sample Picture (As received)

Remark: This test was subcontracted to SGS-CSTC Standards Technical Services Ltd. Shenzhen Branch.
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**End of Report***

Unless otherwise agreed in writing, this documsnt is issued by the COmpany subject to its General Conditions of Service printed overleaf,

available on request or accessible at

Attention is drawn to the limitation of liability,

indemnification and jurisdiction issues defined therein. Any holder of lhls documem is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only.

Attention: To check the !u!h N mu, of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443

or email: CN.Doccheck@sg

1-2IF, Building 1, Eurupea\iMumHM!M Sh.l‘d!SwHIRM Wusha, Daliang, Shunde Distict, Foshan, Guangdong, China 528300 t (86-757)22805888 www.sgsgroup.com.cn

HE IR BUBRBEARSEHRAEIHEBRERZNABRISRAILE-ST AR, 28 M4: 528300 1 (86-757)22805888 sgs china@sgs.com
\

Member of the SGS Group (SGS SA)



